TABLE |I: ACCEPTABLE PITCH, PASTE & ANODE CARBON
PROPERTIES FOR SODCRBERG OPERATION

Properties Range
Softening Point

(Mettler) 110-115°C
Coking Value

(Conradson) 55-60%
% Ql 10-15%
%S <15
% Ash < 0.4%

App. Green Density 1.55-1.60 g/cm3

% Elongation 10-28%

Baked App. Density 1.5-1.6 g/cm?

Resistivity <0.0030Q ~in
Compressive Strength > 4000 osi
% Porositv <30%
Air Burn N.A.
CO, Reactivity N.A.
Carbon Consumption N.A

N.A. Anaconda data not available.

Typical-Columbia Falls

115°C

1.57 g/cm?
14-16%
1.54 g/cm3
0.0028 -in
5500 psi

25%

N.A
N.A.
N.A
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